CHONGOQING BORIDA CONSTRUCTION MATERIALS CO.,LTD

Block E2, baisha industrial park, jiangjin district, chongqing China

Tel: 15823063319

Email:cz@cqbrd.com

Certificate of Analysis

P i A TR 28 R E REK ] SNF-A
Product:SNF-A

¥ &:26000kg
Quantity:26000kg

A= H3#:2021.8.9 A FER#ER 20210809
Production date: Aug 97,2021 Batch NO.:20210809
R H For U A v ol P
Test Item Test Standard Test Result
5 %
>91 92.1
Content of Solid %
RN & &=
<5 2.65
Content of Sodium Sulfate %
PH 18
8+1 8
PH Value
AET%
<0.5 0.25
Chloride Ion %
HPE %
. <0.5 0.014
Fineness %
1M 7K 77 (mN/m)
702 72
Surface Tension(mN/m)
IKYeF KR B (mm)
>220 235
Cement Slurry Flow Rate(mm)
K2 (%)
. >18 21
Water Reducing Rate(%)
IRV AN RS A
JE& T A 15 It should be indicated that &
Corrosion of Reinforcement there is no corrosion in steel No
reinforcement
NN Tk b v
RS WARES
GB/T8077-2012 Industrial GB8076-2008
Test Method
Standard
R 56 &5 B Gtk
Analysis Result Qualified
T BB E 0.75%, 42.5#K1E
Note: the test amount is 0.75%, using 42.5# cement




